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The new structural form is considered in the article – precast floor slab with 
steel framing. The results of experimental researches and their analysis of 



slabs with steel framing in comparing with regular reinforced concrete slabs 
are described in this article.
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1 50-1 1250 1250/50 182 
2 63-1 1276 1276/63 195 
3 75-1 1300 1300/75 268 

4 50-1-1 1250 1250/50 123 
5 63-1-1 1276 1276/63 136 
6 75-1-1 1300 1300/75 190 
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1 –  63×5; 

2 –  ( -I 4 ,  50×50 ); 
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