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RESULTS OF EXPERIMENTAL RESEARCHES OF JOINTS OF THE 
KEY: CHARACTER OF FORMATION OF CRACKS, STRENGTH OF 
CONCRETE AND REINFORCECONCRETE JOINTS 
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Expounded results of experimental researches of joints of the key. Character 
them formation of cracks and influence of factors that stipulate strength of the 
concrete and reinforceconcrete joints. 
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